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First-principles calculations of the electronic band structure and lattice dynamics for the new supercon-
ductor MgB2 are carried out and found to be in excellent agreement with our inelastic neutron scattering
measurements. The numerical results reveal that the E2g in-plane boron phonons near the zone center
are very anharmonic and strongly coupled to the planar B s bands near the Fermi level. This giant
anharmonicity and nonlinear electron-phonon coupling is key to quantitatively explaining the observed
high Tc and boron isotope effect in MgB2.
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The recent discovery of superconductivity at 40 K in
the MgB2 binary alloy system [1] has triggered enormous
interest in the structural and electronic properties of this
class of materials. The system has a very simple crystal
structure [2], where the boron atoms form graphitelike
sheets separated by hexagonal layers of Mg atoms (Fig. 1).
Our pseudopotential plane wave band structure calcula-
tions show that the bands near the Fermi level arise mainly
from the px,ys bonding orbitals of boron, while the Mg
does not contribute appreciably to the conductivity, in good
agreement with initial reports from other groups [3–5]. In
the case of graphite these s bands are full, but for MgB2
they are partially unoccupied, creating a hole-type [6] con-
duction band like the high-Tc cuprates. In contrast to the
cuprates, however, the normal-state conductivity is three
dimensional in nature instead of being highly anisotropic,
thus eliminating the “weak-link” problem that has plagued
widespread commercialization of the cuprates. The
normal-state conductivity [6–8] is also 1 to 2 orders
of magnitude higher than either the Nb-based alloys or
Bi-based cuprates used in present day wires, and this
feature combined with low cost and easy fabrication
[8,9] could make this class of materials attractive for
applications.

From a fundamental point of view the central issue is
whether the high Tc in this new system can be understood
within the framework of a conventional electron-phonon
mechanism, or a more exotic mechanism is responsible
for the superconducting pairing. The observed boron iso-
tope effect [10] argues for an electron-phonon mechanism,
while the positive Hall coefficient [6] suggests similari-
ties with the cuprates [11]. To determine the answer, we
carried out inelastic neutron scattering measurements of
the phonon density of states, and we compare these re-
sults with detailed first-principles calculations of the lattice
dynamics (and electronic) calculations for MgB2. Excel-
lent agreement is found between theory and experiment.
7001-1 0031-9007�01�87(3)�037001(4)$15.00
More importantly, the numerical results demonstrate that
the in-plane boron phonons near the zone center (with E2g

symmetry at G) are very anharmonic and strongly coupled
to the partially occupied conduction band (planar B s

bands) near the Fermi level, providing the large electron-
phonon interaction in this system. Because of these strong
anharmonic phonon modes, the electron-phonon coupling
is nonlinear, providing the essential ingredient to explain
the high Tc and boron isotope effect in MgB2.

The results of the neutron measurements and calcula-
tions for the phonon density of states are summarized in
Fig. 1. For the experimental data, the 5 g polycrystalline
sample was prepared in the usual way with the 11B isotope
to avoid neutron absorption problems [12] and was char-
acterized by magnetization, x ray, and neutron diffraction.
Inelastic neutron scattering measurements were made
to determine the generalized phonon density of states
(GPDOS), which is the phonon density of states weighted
by the cross section divided by the mass of each atom.
The data were collected from 7 to 325 K on the filter
analyzer spectrometer in the range 5–130 meV, and on the
Fermi chopper instrument for energies of 0.5–30 meV.
Additional details of the experiment and analysis can be
found elsewhere [13]. The experimental data indicate
two bands of phonons, one below 40 meV corresponding
primarily to acoustic phonon modes and one above
50 meV that mostly involves the boron motions. The
high-energy portion of the spectrum shows a sharp cutoff
at about 100 meV. The data are in basic agreement with
the results of Osborn et al. [14], although the present data
were obtained with better overall energy resolution. Our
results do not agree with Sato et al. [15], who reported a
feature at 17 meV in the GPDOS. We did not observe
this feature at any temperature and conclude that it is
not intrinsic to the GPDOS. We also have measured
the temperature dependence of the spectrum and find no
substantial changes in the basic features from 7 up to
© 2001 The American Physical Society 037001-1
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FIG. 1 (color). (a) Generalized phonon density of states for
MgB2 (top curve) determined from inelastic neutron scatter-
ing measurements, and the calculated phonon density of states
(DOS) (bottom curve). The inset shows the unit cell of MgB2
along with the Brillouin zone and the high-symmetry direc-
tions. (b) Calculated phonon dispersion curves and correspond-
ing DOS (right panel). At the zone center �G�, the symmetries
of the modes are also indicated. The modes indicated by the red
line dominate the electron-phonon coupling.

200 K, while a very modest softening of some of the
modes was observed in going to 325 K.

To understand the origin of the features observed in the
neutron data, we have carried out detailed first-principles
calculations of the electronic band structure and lattice dy-
namics. The calculations were performed using the pseu-
dopotential plane wave method [16], within the generalized
gradient approximation [17]. We employed plane waves
with an energy cutoff of 500 eV, and the ultrasoft pseu-
dopotentials for Mg and B [18]. The total energy and
forces converged within 0.5 meV�atom and 0.01 eV�Å,
respectively. Brillouin-zone integrations [19] were car-
ried out using dk � 0.02 Å21, generating 15 3 15 3 11
and 9 3 9 3 6 k-points for 1 3 1 3 1 and 2 3 2 3 2
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supercells, respectively. The lattice parameters a and c
were relaxed before the lattice dynamics calculations, and
the force constant matrix was obtained by the direct-force
method using periodically repeated supercells [20]. The
optimized lattice parameters are in agreement with our ex-
perimental values within 1%. The calculated density of
states obtained from these calculations is shown in Fig. 1a,
and the agreement between experiment and theory for the
energies of the modes is excellent. The agreement for the
intensities is also good considering that the observed spec-
trum is a weighted density of states rather than the actual
DOS, and the wave vector averaging may include some
coherency effects [13]. The calculated phonon dispersion
curves along the high-symmetry directions of the Brillouin
zone are shown in Fig. 1b. All the modes are found to be
quite dispersive as expected for the small size of the unit
cell, but they divide nearly completely into acoustic (be-
low �40 meV) and optical �50 100 meV� bands, with the
only exception being along the A-L direction. All the op-
tical modes are weakly dispersive along the G-A direction,
reflecting the layered nature of the MgB2 structure.

There are four distinct phonon modes at the zone center
G (Fig. 1b). The A2u and B1g singly degenerate modes in-
volve vibrations along the c axis; for B1g the boron atoms
move in opposite directions while the Mg is stationary,
while for the A2u mode the Mg and B planes move in op-
posite directions along c. The other two modes are doubly
degenerate and involve only in-plane motions (along the
x or y axes). For the E1u mode the Mg and B planes vi-
brate in opposite directions along the x (or y) axis. The
calculated energies of all zone-center phonons are listed
in Fig. 2, and for the three types of modes just discussed
there is good agreement with calculations reported by other
groups [3–5]. For the E2g mode, however, there are large
discrepancies between the results reported for various cal-
culations. The boron ions for this mode vibrate in opposite
directions along the x (or y) axis, with the Mg ions sta-
tionary. The discrepancies noted above are resolved when
the strong anharmonicity associated with the in-plane dis-
placements of the boron atoms is taken into account.

To further investigate this behavior, we plot in Fig. 2
the energy as the atoms are displaced by an amount u
according to each of the four eigenmodes. For the B1g,
A1u, and E1u modes the distortion energy can be very well
approximated by the harmonic expression E�u� � A2u2

up to u�a � 0.065. It is unusual that the phonons
remain harmonic at these large distortions, but this is
consistent with the fact that we did not observe any
substantial changes in the measured GPDOS with tem-
perature. The most interesting observation, though,
is the totally opposite behavior of the E2g in-plane
boron mode, as shown in Fig. 2b. The potential well
is very shallow at small displacements and increases
rapidly at large displacements and can be fit very well to
E�u� � A2u2 1 A4u4 with a large ratio of A4�A2

2 � 8.
This indicates that this mode is unusually anharmonic and
037001-2
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FIG. 2. Energy curves as a function of boron displacement
for each zone-center frozen-phonon mode. The B1g , A2u, and
E1u modes (top) are harmonic up to u�a � 0.065. The E2g
boron in-plane mode (bottom) is very anharmonic. The inset
indicates one of the E2g modes (see http://www.ncnr.nist.gov/
staff/taner/mgb2 for details).

that we are in a nonperturbative regime. So, the harmonic
energy, vH �E2g� � 60.3 meV, will be lower than the
actual energy. Using Hartree-Fock decoupling, one gets
E�u� � �A2 1 3A4�u2��u2, where �u2� � h̄�2Mvsch and
vsch is the self-consistent harmonic (sch) [21] solution
of v

2
sch � ��A2 1 3A4�u2���M�1�2. This yields a better

estimate of vsch � 70 meV, a 17% enhancement of the
harmonic phonon energy vH �E2g�. We can calculate
the exact energy by numerically solving the Schrödinger
equation and obtain v�E2g� � 74.5 meV, a 25% en-
hancement of the harmonic value, which then matches
with the peak in the GPDOS.

Since the in-plane motions of the boron changes the
boron orbital overlap, significant electron-phonon coupling
is expected for the planer s boron conduction band at
the Fermi level and this plays an important role in the
superconducting pairing. This can be most easily seen by
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comparing the band structure of the undistorted lattice to
that of the distorted one by a zone-center phonon. For the
harmonic phonons we did not see any significant changes
near the Fermi level. However, for E2g modes, there is a
significant splitting of the bands as well as shifts near the
Fermi level as shown in Fig. 3, indicating strong electron-
phonon coupling.

To determine the electron-phonon (EP) coupling
quantitatively, we evaluated the Fermi-surface averaged
deformation potential, D � ��de�k� 2 dm�2�, for each
zone-center frozen phonon [22]. Here de�k� is the change
in the one-particle energy with momentum k due to the
frozen phonon; dm is the corresponding change in the
chemical potential. � � denotes an average of k over
the Fermi surface.

For the harmonic B1g, A2u, and E1u phonons we calcu-
lated an insignificant coupling and conclude that the elec-
tron-phonon coupling is negligible for these modes. For
the E2g modes, Fig. 4a shows that the coupling D�u� is
large and has both quadratic and quartic terms in frozen-
phonon amplitude, u, indicating significant nonlinear elec-
tron-phonon coupling. Neglecting nonlinear cross terms,
the electron-phonon coupling constant l for our anhar-
monic phonon is approximately given by [24]

l � N�EF�
µ
B0
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where N�EF� is the total density of states at the Fermi en-
ergy �0.69 states�eV�cell�. En and jn� are the eigenvalues
and eigenfunctions of the oscillator E2g in its adiabatic
potential shown in Fig. 2b. B0

2 and B0
4 are the first- and

second-order EP coupling, respectively, and obtained from
expansion of D�u�. Q is the normal coordinate which is
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FIG. 3. Band structure of the undistorted (left) and distorted
structures (right) by E2g phonons �uB � 0.06 Å�. Band struc-
ture for the other three frozen-phonon modes did not show any
significant changes.
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FIG. 4. (a) Calculated Fermi-surface averaged deformation
potential D�u�. The large quartic term indicates significant
nonlinear electron-phonon coupling. (b) Tc versus boron mass,
indicating a boron isotope effect a � 0.21, significantly re-
duced from a harmonic BCS value of 0.5 due to giant anhar-
monicity. Within our theory, we expect no isotope effect for
Mg, in good agreement with aMg � 0.02 [23].

related to boron displacement u via a normalization con-
stant. We calculate a total electron-phonon coupling l �
0.907�0.922� for MB � 10 (11). Using the McMillan ex-
pression for Tc [25] and taking a typical value for m� �
0.15, we obtain a Tc of 39.4 K and 38.6 K for MB � 10
and MB � 11, respectively, yielding a boron isotope effect
a � 0.21 (see Fig. 4b). These estimates are in excellent
agreement with experiments. Within the above approxi-
mation [24], the nonlinear EP coupling increases Tc by
about 10%. Our preliminary calculations of l including
other non-zone-center phonons indicate that the numbers
will not change significantly. Therefore we conclude that
MgB2 is a conventional electron-phonon superconductor
in the strong-coupling regime.
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It is interesting to note that there seems to be a close
correlation between the anharmonicity of the E2g in-plane
modes and the B-B bond length �dBB�. For MgB2, dBB

is 1.764 Å, significantly stretched from its optimal value
of 1.65 Å in elemental planar boron, probably due to re-
pulsive interactions between the Mg and B ions. This ex-
plains the unusual anharmonicity and observed high Tc in
MgB2. For hypothetical CaB2, the calculated dBB is quite
large �1.84 Å� and we calculate very large anharmonicity,
which may explain the instability of CaB2. It then appears
likely that MgB2 is fortuitously just at the phase boundary.
It will be interesting to see if it is possible to expand the
dBB in MgB2 by Ca substitution on the Mg site to increase
Tc further.

We acknowledge many useful discussions with R. L.
Cappelletti and D. A. Neumann.

Note added in proof.—A recent Raman study [26] has
reported 77 meV for the E2g mode with a very large width,
confirming our predictions.
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