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Abstract 

 The rapid development of lithium-ion batteries (LIBs) has changed the world. However, 

LIBs suffer from performance degradation due to undesired chemical reactions, ageing, corrosion, 

compromised structural integrity, and thermal runaway. This degradation occurs during both 

calendar and cycling lifespans and reduces the longevity of LIBs. The main degradation 

mechanisms in LIBs vary with different active materials, however, it is well known that a 

carbonaceous lithium-intercalation electrode in contact with electrolyte solution becomes covered 

by a passivation layer called a solid electrolyte interphase (SEI). While this SEI layer can inhibit 

further electrolyte decomposition, SEI layer growth can also cause battery capacity fade and 

increase cell internal resistance. Therefore, the study of the SEI layer plays a key role in battery 

degradation and other related performance improvement research. 

 The objective of this dissertation is to improve the performance of lithium-ion batteries 

through the investigation of the SEI layer and electrode microstructure. The investigations include 

the numerical simulation of the formation, morphology evolution, and crack propagation of the 

solid electrolyte interphase, and the experimental study of developing the porosity graded electrode 

in mitigating battery degradation. 

 The phase field method is applied to investigate the SEI layer formation, crack propagation 

and dissolution. The simulation results prove that SEI layer formation, cracking and dissolution 

are location dependent. To improve the adverse impact of the SEI layer on LIBs performance, 

porosity graded electrodes are designed to mitigate LIBs degradation. Charging and discharging 

cycling tests show that porosity-graded cells reduce the capacity fade about 8.285% in full cell and 

5.29% in half-cell, respectively. The porosity increase can improve the conductivity and diffusivity 

of lithium-ions through the electrode. 
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Chapter 1: Introduction 
 

 

 

1.1 Background 
 

 

The rapid development of lithium-ion batteries (LIBs) has changed the world in the last 

decade. Lithium-ion batteries are ubiquitous in numerous portable electronic devices because of 

the advantages of their respectively large specific energy and high energy density. The 

development of wireless electronic devices and electric vehicles has led to the significant 

consumption of LIBs, as shown in Figure 1.1 (1).  

 

Figure 1.1: Annual lithium-ion battery demand 

 

The further realization of LIBs in high capacity energy storage systems for electric vehicles 

and for smart-grid applications is hindered by different performance degradations due to undesired 

reactions (2), ageing (3, 4), corrosion (5-7), structural integrity compromises (8, 9), and the threat 
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of thermal runaway (10-12). These degradations limit the longevity of LIBs. Among these 

degradations, many studies focus on LIB material decomposition along with new components 

formation and growth (13-18) due to undesired side reactions (2, 19). Although the main 

degradation mechanisms may change with different active materials in LIBs (3), it is well known 

that the carbonaceous lithium-intercalation electrode, contacting the electrolyte solution, is 

covered by a passivation layer named the solid electrolyte interphase (SEI). This SEI layer may 

prevent further electrolyte decomposition (20). SEI growth may not only lead to capacity fade by 

consuming lithium ions, it also increases internal resistance and compromises cell power 

performance (17, 21-26). The SEI is believed to have multilayer structure that includes a compact 

layer with inorganic components (e.g., LiF, Li2O) close to the electrode, and followed by a porous 

organic layer (e.g., ROLi, ROCO2Li) near the electrolyte solution phase (21, 27-30). The organic 

compounds are likely to dissolve into organic electrolyte solution. During the charging and 

discharging cycling of LIBs, the concentration gradient during the transport of lithium-ions can 

lead to diffusion-induced stress which can cause cracking (31-35). However, the performance and 

longevity of LIBs depend on the stability of the SEI layer. Therefore, fundamental understanding 

of SEI formation, morphology evolution, cracking and dissolution has significant importance in 

LIB performance improvement. 

 

 

1.2 Scope of the Dissertation 
 

The purpose of this work is to improve lithium ion battery performance based on the 

investigation and understanding of the microstructure of the SEI layer. To accomplish this goal, 

first, the formation mechanism and morphology evolution of the SEI layer microstructure was 
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studied in Chapter 2 that corresponds to Paper P1. Since the SEI layer is on the nanoscale, a 

numerical modeling method was applied to study the problem. A phase field model was developed 

to simulate the SEI layer formation and growth. The SEI layer morphological evolution and growth 

involves many boundaries of reaction products and their phase dynamic interphase. Instead of 

directly tracking the interphase between two phases, a diffusive interphase between the electrolyte 

solution and SEI layer species is assumed to be governed by a dimensionless phase field variable, 

𝜑. The elastic energy was not included to reduce model complexity. In addition, in this chapter, 

the developed model only considered SEI layer growth. The dissolution of the SEI layer was not 

included. However, this approximation may cause the spontaneous solid species shrinkage 

phenomenon. In a solid/liquid two-phase system, the total free energy density ftot can be divided 

into surface free energy density (fs) and volume free energy density (fv). The critical radius Ri
* 

occurs in the equilibrium state. If the radius of SEI layer species Ri is larger than Ri
*, volume free 

energy density is dominant, and the SEI layer species i may tend to grow since the total free energy 

density is increasing. On the other hand, if Ri is smaller than Ri
*, surface free energy density is 

dominant, and the SEI layer species i may tend to shrink and eventually dissolve into the electrolyte 

solution since the total free energy density is decreasing. Although the SEI layer formation and 

dissolution can occur simultaneously, we can only simulate one process at one time due to the 

limitation of this phase field model.  

Once the microstructure of the SEI layer obtained, we can start to consider the elastic 

energy and the dissolution of the SEI layer to improve the model. In Chapter 3, corresponding to 

Paper P2, the elastic energy fu was included into the phase field model that was applied to 

investigate the cracking of the SEI layer. In addition, this model only considered the SEI layer 

cracking and dissolution. The SEI layer growth was not included here. 
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From Chapter 2, we can conclude that the SEI layer growth is location dependent due to 

its growth related to the electron current flow and lithium ion diffusion. The SEI layer will mainly 

form on the top of the electrode. Based on Chapter 3, it proves that SEI layer cracking is also 

location dependent since the concentration gradient during the transport of lithium-ion can lead to 

diffusion-induced stress. In addition, if the thickness of SEI layer is large, then the thickness of the 

porous layer is also large. Therefore, the SEI layer tends dissolve and cause the unstable structure. 

Based on the understanding of the SEI layer formation and dissolution mechanism, cracking and 

morphology evolution, we would like to make the SEI layer formation more uniform and reduce 

the SEI layer thickness. Hence, a porosity graded electrode was designed to address this problem 

and improve battery performance. In the traditional electrode, the porosity of the electrode is 

respectively small and relatively uniform. Therefore, the SEI layer mainly forms on top of the 

electrode and hinders the further diffusion of lithium ions. Some of the active material at the 

bottom of the electrode cannot effectively participate in the reaction and lead to the capacity fade. 

To improve battery performance, a porosity graded electrode with a two-layered structure while 

incorporating different porosities was designed. In specific, the porosity of the top layer is larger 

than the porosity of the bottom layer. As a result, SEI layer formation in the porosity-graded 

structure electrode is respectively more uniform than the traditional electrode. Since the SEI layer 

does not form a respectively thick layer on top of the electrode, the obstructing effect of the SEI 

layer on lithium ion diffusion will be relatively smaller in the porosity-graded electrode. Therefore, 

more active material can effectively participate in the reaction to improve the capacity fade. 

Furthermore, we can conclude that the increase in porosity can enhance conductivity and 

diffusivity of lithium-ions through the electrode. This increase in diffusivity of lithium-ions can 

further reduce the concentration gradient. Since a relatively large concentration gradient can lead 
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to diffusion-induced stress (DIS) and cause cracking of the SEI layer, reducing the concentration 

gradient would improve the propagation of cracking in the SEI layer. 
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Chapter 2: Simulation and Experiment on Solid 

Electrolyte Interphase (SEI) Morphology Evolution 

and Lithium-ion Diffusion 
 

 

 

2.1 Abstract 
 

In this study, a phase-field model is developed to simulate the microstructure morphology 

evolution that occurs during solid electrolyte interphase (SEI) layer growth. Compared with other 

simulation methodologies, the phase-field method has been widely applied in solidification 

modeling that has great relevance to SEI layer formation. The developed model can simulate SEI 

layer structure and morphology evolution and can predict SEI layer thickness growth rate. X-ray 

photoelectron spectroscopy (XPS) experiments are performed to confirm the major SEI layer 

species as LiF, Li2O, ROLi, and ROCO2Li. A transmission electron microscopy (TEM) 

experiment is performed to present the SEI layer structures. The experiments reduce the 

complexity of the model development and provide validation to some extent. Fick’s law and mass 

balance are applied to investigate lithium-ion concentration distributions and diffusion coefficients 

in different types of SEI layers predicted by the phase-field simulations. Simulation results show 

that lithium-ion diffusion coefficients between 298 K and 318 K are 1.340–7.328(10−16) cm2/s, 

1.734–3.405(10−12) cm2/s, and 2.611–2.389(10−15) cm2/s in the compact, porous, and multilayered 

structures of SEI layer, respectively. The resistances between 298 K and 318 K are 0.740–1.693 

Ω·cm2, 2.827–5.517 Ω·cm2, and 3.726–5.839 Ω·cm2 in the compact, porous, and multilayered 

structures of SEI layer, respectively. 
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2.2 Introduction 
 

Lithium-ion batteries (LIBs) are widely used in many applications, such as cell phones, 

electric vehicles (EVs), and other energy storage modules. However, LIBs suffer from severe 

performance degradation due to undesired chemical reactions (1), ageing (2, 3), corrosion (4-6), 

compromised structural integrity (7, 8), and thermal runaway (9-11). This degradation occurs 

during both calendar and cycling lifespans and reduces the longevity of LIBs. Recently, much 

attention has been focused on LIB material decomposition (12); e.g., the formation and growth of 

new components (13-19) due to undesired side reactions (1, 20). The main degradation 

mechanisms in LIBs vary with different active materials (2), however, it is well known that a 

carbonaceous lithium-intercalation electrode in contact with electrolyte solution becomes covered 

by a passivation layer called a solid electrolyte interphase (SEI). While the SEI layer can inhibit 

further electrolyte decomposition (21), SEI layer growth can also cause battery capacity fade and 

increase cell internal resistance (17, 22-30). Therefore, the study of SEI layer plays a key role in 

battery degradation and other related performance improvement research.  

Many researchers have investigated the SEI layer in LIBs in terms of structure (7, 8, 29, 

31-33), formation and composition (20, 22, 27), thickness growth prediction and measurement (15, 

16, 34, 35). The SEI layer is believed to have a multilayered structure: a compact layer of inorganic 

components (e.g., LiF, Li2O) close to electrode followed by a porous organic layer (e.g., ROLi, 

ROCO2Li) close to the electrolyte solution phase (22, 29, 31-33). The composition of SEI layer 

depends on the electrode materials and electrolyte composition (27). Broussely et al. investigated 

the mechanism of lithium loss in LIBs during storage, and their developed diffusion-limited SEI 

layer growth model revealed that the rate of lithium loss is proportional to the SEI layer electronic 

conductance (28). The work by Borodin et al. showed that the nature of the electrolyte has a 
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fundamental impact on the formation and composition of the SEI layer (27). Kim et al. carried out 

simulations to study the effect of the electrolyte on the composition of the SEI layer. They found 

that Li2CO3 and Li2O are the primary inorganic components of the SEI layer above the lithium 

metal anode when ethylene carbonate (EC) is used as the electrolyte (29). Liu et al. developed a 

thermal-electrochemical model to study SEI layer growth and electrochemical impedance 

spectroscopy (36). Newman et al. developed a macroscopic model to simulate the growth of the 

SEI layer and the transport of lithium ions in this layer (37). These authors also investigated layer 

growth rate, cell resistance, and increase in irreversible capacity loss during SEI layer formation 

and growth (37). In addition, the model developed by Liu et al. showed the competing mechanism 

of diffusivity and reaction kinetics on SEI layer growth and cell capacity fade considering the 

temperature effect (38).  

However, structural predictions of the SEI layer are still not fully understood, especially 

the microstructure morphology evolution of SEI layer and lithium-ion diffusion inside different 

SEI layers. Yan’s phenomenological model elaborated the details of SEI layer formation and 

evolution during the first electrochemical intercalation of lithium into graphite (31). Peled’s 

mosaic block model showed a hypothetical description of the SEI layer morphology (33). Here, 

similar to previous work (39), the formation and morphology evolution of SEI layer are simplified 

as a solidification process. Initially, the electrolyte solution becomes unstable, and reduction 

reactions happen with electrons from the electrode to form SEI layer species (solid phase) in 

electrolyte solution (liquid phase) that may undergo decomposition (28). SEI layer species 

accumulate and form a passivation layer with a multilayered structure (i.e., compact and porous 

layers) that hinders the direct contact between the electrolyte solution and electrode surface. Since 

the porous SEI layer has a lower electronic conductivity than the compact layer, it will stop 
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growing when the electrolyte solution molecules can no longer receive electrons from the electrode 

to be further reduced. Thus, SEI layer growth rate reduces and SEI layer stabilizes. Although the 

dissolution of the SEI layer may happen, the study has not considered the dissolution mechanism 

yet due to computational complexity of phase field simulation.  

Ode et al. demonstrated that the phase field method can identify solidification problems 

(40). Chen et al. reviewed the development of phase field simulation for solidification (41), and 

Deng et al. recently used phase field simulation to investigate the formation of the SEI layer (42). 

The aforementioned studies provide the physical justification for assuming the solidification to be 

governed by the free energy gradient (42). In this study, phase field method is applied. The SEI 

layer morphological evolution and growth involves many boundaries of reaction products and their 

phase dynamic interphase. Instead of directly tracking the interphase between two phases, a 

diffusive interphase between electrolyte solution and SEI layer species is assumed to be governed 

by a dimensionless phase field variable, 𝜑 (42-49). The detailed chemistry of SEI layer species 

formation and complicated electron/charge transportation mechanisms have not been considered 

in this study. However, we carried out experiments to confirm major SEI layer species i with given 

concentration Ci in the electrolyte solution. Then, we focus on SEI layer morphology evolution 

and growth during the minimization of surface free energy density of each SEI layer species. The 

electric potential and elastic energy are not included so as to reduce model complexity. A diffusion 

model based on Fick’s law and mass balance is applied to investigate the lithium-ion diffusion in 

different types of SEI layers predicted by the phase field simualtions. 
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2.3 Methodology 
 

The phase field variable (𝜑) corresponds to the solid/liquid volume fraction (Vf) in the 

SEI/electrolyte interphase. 

 𝜑 (Ci,t)=2Vf−1 (1) 

The volume fraction (Vf) ranges from 0 to 1, where Vf = 0, 1 represent liquid and solid 

phase, respectively. Ci is the concentration of SEI layer species i, and t is the time during the SEI 

layer formation. Therefore, 𝜑 (Ci,t) = 1 signifies solid SEI phase, 𝜑 (Ci,t) =  ̶ 1 corresponds to 

liquid electrolyte phase, and  ̶ 1< 𝜑 < 1 represents the SEI/electrolyte interphase. As shown in 

Figure 2.1, a two-phase system in a localized region is described by three domains: SEI phase, 

electrolyte phase, and a diffusive interphase region. The thickness of the interphase region is 

represented by 𝜀 . There is no pure liquid (electrolyte) or pure solid (SEI species) inside the 

diffusive interphase region. The evolution of 𝜑 is governed by the Cahn–Hilliard equation (47, 50, 

51). The phase field model development is based on energy conservation, mass conservation, 

momentum balance, and phase separation at the interphase, which can be referred to in detail in 

our previous work (39, 52). 

 

Figure 2.1: Phase field variable 𝝋(𝜺) represents a diffusive interphase 
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The key aspect of SEI layer species formation and evolution is the minimization of total 

free energy of the two-phase system. The total free energy comes from two components: mixing 

energy of the SEI/electrolyte interphase and elastic energy. Since elastic energy is not considered 

in this work, the Ginzburg-Landau form is applied for the total free energy density (51):  

 ( )20

2

2

1
 fftot +=  (2) 

where ftot is the total free energy density, 𝜆 is the free energy gradient, and f0 is a function 

of the bulk energy density. The choice of the bulk energy density function can have a significant 

effect on the physical behavior of the interphase. In this work, a double-well function for f0 is 

applied. 

 ( )22

20 1
4

−= 



f  (3) 

The physical justification of  f0 comes from the separation of phases into domains of pure 

components (𝜑=±1) (53). The double-well function is commonly used when the phase-field 

model is applied for interphase tracking purposes and represents an approximation of the Van der 

Waals Equation of State near the critical radius Ri
*. However, this approximation may cause the 

spontaneous solid species shrinkage phenomenon (54). In a solid/liquid two-phase system, the total 

free energy density can be divided into surface free energy density (fs) and volume free energy 

density (fv). ftot reaches its maximum value when a SEI layer species i has the critical radius Ri
*. If 

Ri is larger than Ri
*, volume free energy density is dominant, and the SEI layer species i may tend 

to grow since the total free energy density is increasing. On the other hand, if Ri is smaller than 

Ri
*, surface free energy density is dominant, and the SEI layer species i may tend to shrink and 

eventually dissolve into the electrolyte solution since the total free energy density is decreasing. 
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Yue et al. theoretically investigated the calculation of the critical radius. Their results indicated 

the changes in size of solid species are proportional to the thickness of interphase 𝜀 (54). As 𝜀 →0, 

the ratio  /  obtains the surface tension coefficient, σse, as shown in Figure 2.2.  

 





3

22
=se  (4) 

 

Figure 2.2: Schematic of contact angle with the surface tension coefficients of SEI layer species 

formed on anode surface 

 

In this work, it is assumed that the SEI layer is formed by different precipitated solid 

species in the electrolyte. As a result, the SEI/electrolyte interphase tends to keep a spherical 

configuration to minimize the surface free energy density (31). Figure 2.2 shows a schematic of 

contact angle and surface tension coefficients. Young's equation is applied to connect the contact 

angle (𝜃) with the SEI/electrolyte interfacial tension coefficient (σse), the SEI/electrode surface 

tension coefficient (σsg), and the electrolyte/electrode surface tension coefficient (σeg). 

 
se

egsg






−
=)cos(  (5) 

Thus, the surface free energy density can be represented as: 

 )2(4
23

sgseis Rf  +=  (6) 

where Ri is the initial radius of the SEI layer species i.  
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The phase field variable (𝜑) is a conserved property since the concentration field is a 

conserved property during long-range diffusion. Therefore, the evolution of 𝜑 can be governed by 

the Cahn-Hilliard equation: 

 
𝜕𝜑

𝜕𝑡
+ 𝐯 ∙ ∇𝜑 = 𝛾∇2𝜔 (7) 

where v is the flow velocity for the advection,   is the chemical potential coefficient, and 

𝛾 is the mobility of the interphase with a range of 0 ≤ 𝛾 ≤ 1. 𝛾 is used to determine the time scale 

of Cahn-Hilliard diffusion and control the minimization of the total free energy density. Here, the 

chemical potential coefficient of SEI layer species is written as:  
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The Cahn-Hilliard equation forces 𝜑 to take a value of 1 or  ̶ 1, and can be represented by 

two second-order PDEs: 
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v

t
 (10) 

 ( ) 122 −+−=  (11) 

Since the phase field model does not require tracking of the interphase, the chemical 

potential can be rewritten as a function of 𝜙, which is shown in Equation 12. 

 





2
=  (12) 

Solid species deposit onto the electrode surface during formation and growth in the 

interfacial region between electrode and electrolyte. However, the phase field model does not have 
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the ability to describe the velocity of motion of the deposition process. Therefore, the Navier-

Stokes equation is applied to capture the momentum balance (50, 51, 55): 

 ( )( )  st
T

FP
t

+++−=
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vvvv

v
 )(  (13) 

where ρ is the density of electrolyte, P is pressure in electrolyte, 𝜇 is the dynamic viscosity of 

electrolyte, T is the temperature (K), and Fst is the surface tension force, as defined as below: 
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The boundary conditions of the electrolyte solution and SEI layer are shown below: 

 00 00 ==== PPvv  (15) 
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where n is the unit vector normal to the boundary. The boundary condition of the outlet for the 

electrolyte solution is shown below, 

 ( )( )  0=+ nvv
T

  (18) 

Fick’s law and mass balance are coupled with the phase field simulation to investigate 

lithium-ion diffusion in different SEI layers (56): 
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Here, CLi(y) is the concentration of lithium ions at different locations (y) in the SEI layer, and Di 

is the lithium-ion diffusion coefficient of SEI layer species i. 

Then, the lithium-ion diffusion coefficient of SEI layer can be predict by applying Fick’s 

second law: 
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where D is the lithium-ion diffusion coefficient of a SEI layer consisting of various SEI layer 

species. The lithium-ion diffusion coefficient in the SEI layer can be represented as: 
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In order to reduce the computational complexity of simulating numerous SEI layer species, 

X-ray photoelectron spectroscopy (XPS) experiments were carried out to identify the main 

components of SEI layer. A graphite (MTI@) composite anode (95:5 graphite/ PVDF) was used to 

fabricate Swagelok graphite/Li half cells that were cycled at 25°C and 50°C. All cells were 

subjected to formation cycles that stopped at 1.0 V. The cycled cells were disassembled and rinsed 

with dimethyl carbonate (DMC) for 15 seconds. The test electrodes were then sealed in a vessel 

under an argon atmosphere to transfer into the XPS sample chamber without exposure to air. The 

chemical composition of the SEI layer was investigated by XPS using a monochromatic Al K-

alpha X-ray source with a scan area of 700×300 μm of cycled graphite electrode. The resulting 

spectra were obtained by using repeated scans (more than 10 times) with a pass-energy of 20 eV 

(high resolution) and 160 eV (survey).  

In addition, transmission electron microscopy (TEM) experimentation can be used to 

reveal the morphology of interfacial layers. However, TEM sample preparation is a delicate and 

time-consuming process. Firstly, a delicate procedure to prepare cross-sectional samples for TEM 

imaging with minimal damage during sample preparation needs to be developed. Figure 2.3 shows 

the procedure of TEM sample preparation. When preparing the TEM specimen, low angle and low 

Ar ion beam energy were used plus all the ion milling was performed at LN2 temperature. When 

TEM observation was performed, we minimized the beam current by spreading the beam and the 
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areas from which the images were taken were only exposed to the electron beam for a relatively 

short time. All those operations should have reduced the damage to a respectively low level if not 

total reduced. 

 

Figure 2.3: TEM sample preparation procedure 

 

 

2.4 Results and Discussion 
 

 The phase field model developed in the previous section is applied to capture SEI layer 

formation and morphology evolution. Detailed chemical constituents of SEI layer are not 

considered in this work. Instead, focus is placed on the evolution of SEI layer microstructure that 

is related to the electrochemical properties of interest (e.g., porosity and diffusivity).  

The detailed description of SEI layer formation can be referred to Yan et al. (31). X-ray 

photoelectron spectroscopy (XPS) experiments were performed to confirm major SEI layer species 

to be LiF, Li2O, ROLi, and ROCO2Li, as shown in Figure 2.4. The XPS analyses above show high-

resolution XPS spectra of the SEI layer formed on the electrode surface. In F 1s spectrum, two 
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peaks can be assigned. The peak near 686 eV, assigned to LiF, is detected as a portion of SEI layer. 

LiF is also found in Li 1s at approximately 56.4 eV. The residual LiPF6 or its reduction products 

LixPFy is formed on the electrode surface in F 1s at approximately 688.1 eV. The small peaks near 

532.8 eV in O 1s and 289.8 eV in C 1s correspond to the formation of inorganic Li2CO3 that can 

be easily decomposed into Li2O. In addition, one of the main components of the SEI layer, the 

lithium alkyl carbonate ROCO2Li, is formed due to the reduction of solvents. It can be obtained 

near 534.4 eV in O 1s and 287.9 eV in C 1s.  

 

 

Figure 2.4: XPS spectra tests of cycled graphite to confirm SEI layer major species as LiF, Li2O, 

ROLi, and ROCO2Li. 



20 

 

Analysis of the TEM experiment results allow the porosity of the SEI layer to be estimated, 

as shown in Figure 2.5. The porosity of SEI layer close to the electrode surface is smaller than that 

closer to the electrolyte solution, which indicates SEI layer may become more porous as it grows 

into the electrolyte. Figure 2.5 shows the SEI layer after cycling. The TEM image confirms that 

the SEI layer has a multilayered structure. The multilayered structure indicates either composition 

variation or thickness variation of the interphase layers. 

 

Figure 2.5: TEM image and the porosity analysis of SEI layer. 

 

Figure 2.6 shows the variation of chemical potential (ω) during SEI layer species formation 

above the electrode surface. Initially, the chemical potential exhibits no specific pattern. This is 

shown in Figure 2.6 (a) where the SEI layer species have started to form and approach the electrode 

surface but have not yet made contact. The double-well function is shown clearly in Figure 2.6 (c) 

and 2.6 (d) with the spinodal region and two-phase region during the formation process (47). 

Spinodal correspond to the curvature of the chemical potential is 0 when the diffusive interphase 

reaches the equilibrium state. A uniform solid with a composition between the spinodal is unstable 

and decomposes into a mixture of two phases. The phase-field variable continuously changes with 
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the contact angle to minimize the total free energy density. Thus, according to Equation 9, the 

chemical potential from Figures 2.6 (b), 2.6 (c), and 2.6 (d) will also change during the SEI layer 

species morphology evolution. 

 

 

Figure 2.6: Variation of chemical potential (ω) in the electrolyte solution phase (a: t = 0.6 μs, b: 

t = 0.9 μs, c: t = 1.2 μs, d: t = 1.8 μs). 

 

Figure 2.7 shows the evolution process of a single SEI layer species during the formation. 

The contact angle will determine the morphology evolution of a SEI layer species since it is 

assumed that the SEI/electrolyte interphase always tends to keep a spherical configuration. 

Different materials make different contact angles since they have different surface and volume free 
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energy. Additionally, the surface free energy density varies with time during the minimization. 

Thus, changes of SEI layer morphology are related to the variation of the total free energy density 

of SEI layer species. The total free energy density equation, Equation 2, governs the SEI layer 

species during the formation. Equations 8 and 9 are applied to control the minimization of the total 

free energy density. The surface free energy density is governed by the contact angles in Equation 

6. This study is limited by the lack of experimental contact angles and total free energy density 

simulations for each SEI layer component above the electrode surface. Thus, all contact angles 

used are assumed values. Molecular dynamics (MD) simulations are ongoing to calculate contact 

angles of SEI layer species during SEI layer formation and growth. 

 

Figure 2.7: A single SEI layer species formation evolution at different times (a: t = 1.0 𝝁s, b: t = 

1.2 𝝁s, c: t = 1.6 𝝁s, d: t = 1.8 𝝁s). 

 

Figure 2.8 further extends morphology evolution of SEI layer species in two dimensions 

by showing the variation of the phase-field variable during SEI layer species formation and 

evolution above the electrode surface. As indicated by the color change in Figure 2.8, the phase-

field variable varies smoothly from 1 to −1. Recall that the phase-field variable is representative 

of solid species (SEI layer) and liquid species (electrolyte solution) when 𝜑  = 1 and −1, 

respectively (41,42). Figure 2.8 also connects the contact angle and phase-field variable together 

to show changes in the interphase region between the solid SEI layer species and electrolyte 



23 

 

solution. As mentioned previously, different surface free energy densities will form different 

contact angles. Figures 2.6 and 2.8 clearly show the effect of chemical potential and surface free 

energy density on SEI layer formation and morphology evolution. 

 

 

 

Figure 2.8: Variation of phase field variable (𝝋) in the electrolyte solution during the formation 

of a single SEI layer species (a: t = 0.6 μs, b: t = 0.9 μs, c: t = 1.2 μs, d: t = 1.8 μs) 

 

Due to the repetition of the formation process shows in Figure 2.7, SEI layer growth and 

morphology evolution simulation results are shown in Figure 2.9. The Navier-Stokes equation is 

applied to capture the momentum balance during the growth. Different contact angles are assumed 

between different SEI layer species, as well as between SEI layer species and the electrode surface. 

Based on the simulated SEI layer morphology evolution, the thickness growth rate of SEI layer 
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can be estimated, as shown in Figure 2.10. From Figure 2.10, it can be seen that the SEI layer 

grows quickly at first. This occurs because the concentration of charged species at the interphase 

is initially high. As the passivation layer grows, it hinders direct contact between the electrolyte 

solution and the electrode. Since the porous SEI layer is conductive to lithium ions but 

nonconductive to electrons, the resultant decomposed species become unable to react with 

electrons from the electrode to be further reduced. As a result, the SEI layer growth rate will 

decrease due to the low concentration of electrons at the interphase. 

 

Figure 2.9: Morphology evolution during SEI layer growth (a: t = 1.8 μs, b: t = 7.2 μs, c: t = 

12.6 μs, d: t = 16.2 μs, e: t = 19.8 μs, f: t = 28.8 μs, g: t = 36 μs) 
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Figure 2.10: The thickness growth rate of SEI layer. 

 

Simulation of different types of SEI layer microstructures are shown in the Figures 2.11. 

Figure 2.11 (a) and Figure 2.11 (b) show the structure of the compact and porous SEI layer, 

respectively. Figure 2.11 (c) shows the multilayered structure of SEI layer. In order to simplify the 

complexity of simulation, SEI layer species in the compact and porous layers are assumed to be 

pure inorganic and organic materials, respectively. Therefore, each layer has a different material 

composition. Recall that different materials are characterized by specific surface and volume free 

energy densities. Since the surface free energy density determines the contact angle, using different 

assumed contact angles will simulate different SEI layer morphologies. First, LiPF6 in the 

electrolyte solution decomposes to produce solid species, such as LiF, (CH2CH2O)2, and 

(CH2OCOOCH3)2. However, no solid particles form on the electrode surface initially. As the 

concentration of decomposition products increases, the resultant solid species precipitate from the 

electrolyte solution. These species are substituted by LiF, and Li2CO3. In addition, Li2CO3 species 
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may easily be substituted by LiF and 2O. Eventually, the components of the films near to the 

electrode surface are entirely LiF and Li2O (31). Meanwhile, the components of the films far away 

from the electrode surface are organic materials: ROLi and ROCO2Li. 

      

         

 

Figure 2.11: Simulation of (a) compact structure of SEI layer, (b) porous structure of SEI layer, 

and (c) multilayered structure of SEI layer. 
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In addition, the developed model can trace every SEI layer species to determine its location 

during SEI layer growth, as shown in Figure 2.12. This ability makes it possible to investigate the 

properties of the SEI layers. 

 

Figure 2.12: Simulation of SEI layer species location and distribution during SEI layer 

formation and growth. 

 

The diffusion model is applied to the SEI layer simulated by phase field model in order to 

predict lithium-ion concentration distribution. Di is the lithium-ion diffusion coefficient in 

different SEI layer species i, as shown in Table I. In this work, three temperatures, 298 K (the 

reference temperature, Tref), 308 K, and 318 K, are used to investigate the lithium-ion 

concentration distributions and diffusion coefficients in different types of SEI layers. Di at 298 K 

is obtained from the work of Ken et al. (57).  The Arrhenius equation, below, is applied to 

determine Di at 308 K and 318 K, as shown in Table I (38).   
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Here R is the universal gas constant, and Dref is the reference lithium ion diffusion coefficient in 

each SEI layer species i at reference temperature Tref. Eact is the corresponding activation energy, 

which is 4 kJ/mol and 10 kJ/mol for the solid and liquid phases, respectively (38). 

 

T Li2O LiF ROLi ROCO2Li Electrolyte Graphite 

298(K) 1.6×10-16 3.5×10-16 1.1×10-11 7×10-12 8×10-12 10-11 

308(K) 1.686×10-16 3.688×10-16 1.159×10-11 7.377×10-12 9.120×10-12 1.054×10-11 

318(K) 1.771×10-16 3.874×10-16 1.218×10-11 7.748×10-12 1.031×10-11 1.107×10-11 

 

Table I: The Lithium ion diffusion coefficient (cm2/s) in different materials at different 

temperatures (K). 

 

Figure 2.13 shows the lithium-ion concentration distributions in the compact, porous, and 

multilayered structure of SEI layer. The paths of lithium-ion diffusion in these three kinds of SEI 

layers are shown in Figure 2.14. The lithium ions are assumed to diffuse through the electrolyte 

solution into SEI layer normal to the electrode surface. After a certain time, the differences in 

lithium-ion concentration between the electrolyte and electrode surface for SEI layer compact and 

porous layers are around 550 mol/m3 and 163 mol/m3, respectively, as shown in Figure 2.13 (a) 

and 2.13 (b). In addition, this difference reaches nearly 795 mol/m3 for multilayered structure of 

SEI layer. This indicates that SEI layer has a significant effect on the lithium-ion diffusion during 

the first electrochemical intercalation. SEI layer essentially slows down the lithium-ion diffusion 

from the electrolyte solution into the electrode. Lithium ions need more time to pass through the 

SEI compact layer than the porous layer, which indicates that the lithium-ion diffusion coefficient 

in the compact SEI layer is smaller than the porous layer. The blue lines in Figure 2.14 outline the 

paths of lithium-ion diffusion. These does not change much in the porous SEI layer. This is due to 
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the fact that the diffusion coefficients of the organic species are similar to the electrolyte solution 

and the porous sites contain electrolyte solution. 

 

  

 

Figure 2.13: Lithium-ion concentrations in (a) compact, (b) porous, and (c) multilayered 

structure of SEI layer. 
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Figure 2.14: Lithium-ion diffusion paths in (a) compact, (b) porous, and (c) multilayered 

structure of SEI layer. 
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 As lithium ions pass through the SEI layer and reach the electrode surface, the lithium-ion 

diffusion coefficient in the SEI layer can be calculated using Fick’s second law. The detailed 

calculation can be referred to our previous work (52). Calculated diffusion coefficients at various 

temperatures are shown in Figure 2.15. The lithium-ion diffusion coefficients increase with rising 

temperatures in all three SEI layer structures. In addition, different SEI layer structures influence 

lithium-ion diffusion and result in different diffusion coefficients. The order of magnitude of 

diffusion coefficients are 10−16 cm2/s, 10−12 cm2/s, and 10−15 cm2/s in the compact, porous and 

multilayered structures of SEI layer, respectively. This indicates that lithium ions can pass through 

the porous layer more easily than the compact layer. To date, there are few studies on experimental 

measurement of diffusion coefficients in compact, porous, and multilayered structures of SEI layer 

due to the complexity of both controlling SEI layer formation and growth and experimentation in 

SEI layer. However, there are some computational studies on diffusion coefficients published 

recently (58–61). Pinson and Bazant (59) calculated diffusion coefficient for homogenous SEI 

layer. In their model, the diffusion coefficient D is 3(10−16) cm2/s at 60◦C. They also indicated that 

the true value of D is higher than that calculated valued due to the assumptions such as treating 

SEI layer as homogenous structure. Their final estimated value of D is 4(10−15) cm2/s. We adopted 

the input from Pinson and Bazant and found the diffusion coefficient is around 2.583(10−15) cm2/s 

at 60◦C that is in same order of magnitude with Pinson and Bazant (59). With incorporating more 

SEI layer growth mechanism and related experimental studies, we can address this model 

validation and comparison more appropriately. Otherwise, it is difficult to compare computational 

results with different models due to the different assumptions adopted. All these assumptions can 

significantly affect the calculation of diffusion coefficients. and the porous sites contain electrolyte 

solution. 
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Figure 2.15: Lithium-ion diffusion coefficients in (a) compact, (b) porous, and (c) multilayered 

structure of SEI layer at different temperatures 

 

Moreover, SEI layer growth can cause cell internal resistant increase. Here, we assume the 

resistance of SEI layer is proportional to its thickness (36, 38, 59). Adopting our previous studies 

(36, 38), the resistance of SEI layer can be estimated by 
=
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thickness of SEI layer, and i  is the ionic conductivity of  each SEI layer species i. N is 4 in our 

work since SEI layer is simplified with four main components based on the XPS experiment. i  

at 298K is estimated from the work of Harris et al. (57). The Arrhenius equation
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Here 
ref  is the reference ionic conductivity of each SEI layer species at reference temperature 

Tref. Eact is the corresponding activation energy, which is 4 kJ/mol for solid phase (38). Calculated 

resistances at various temperatures are shown in Figure 2.16. The resistances between 298K and 

318K are 0.740-1.693 Ω∙cm2, 2.827-5.517 Ω∙cm2, and 3.726-5.839 Ω∙cm2 in the compact, porous, 

and multilayered structures of SEI layer, respectively. 

 

 
Figure 2.16: Resistances in (a) compact, (b) porous, and (c) multilayered structure of SEI layer 

at different temperatures. 
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T Li2O LiF ROLi ROCO2Li 

298(K) 4.102×10-7 3.221×10-7 1.403×10-7 1.026×10-7 

308(K) 4.323×10-7 3.394×10-7 1.479×10-7 1.081×10-7 

318(K) 4.540×10-7 3.565×10-7 1.553×10-7 1.136×10-7 

 

Table II. The ionic conductivity (S/cm) of different SEI layer species at different temperatures 

 

 

2.5 Conclusions 
 

A phase field model was developed to investigate the formation and growth of SEI layers 

on the surface of the electrode. In this model, the shape of the SEI layer species is determined by 

minimizing the total free energy density of the two-phase system to reach a state of equilibrium. 

The chemical potential (𝜔) is satisfied by the double-well function. Compared to other models, 

the phase field model does not need to track the interphase directly. It also reveals the profiles of 

chemical potential and velocity in the electrolyte/SEI interfacial region. An important advantage 

of the present model compared with previous models is that it predicts the SEI layer structure in 

two-dimensions. Additionally, the developed model can capture the SEI layer growth and 

morphology evolution as well. A diffusion model is then applied to investigate the lithium-ion 

diffusion in different SEI layers. Fick’s law and mass balance are applied to investigate the lithium-

ion concentration distributions and diffusion coefficients in the compact, porous and multilayered 

structures of SEI layer predicted by the phase field model. The simulation results show that 

lithium-ion diffusion coefficients between 298K and 318K are in the range of 1.340-7.328(10-16) 

cm2/s, 1.734-3.405(10-12) cm2/s, and 2.611-2.389(10-15) cm2/s in the compact, porous and 

multilayered structures of SEI layer, respectively. The resistances between 298K and 318K are 
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0.740-1.693 Ω∙cm2, 2.827-5.517 Ω∙cm2, and 3.726-5.839 Ω∙cm2 in the compact, porous, and 

multilayered structures of SEI layer, respectively. Most importantly, the developed model has 

potential to be extended to three dimensional space for SEI layer growth investigations. Since the 

formation mechanisms of the SEI layer on different electrode materials are same in LIBs, this 

model can be applied to simulte the SEI layer formation on different electrdoes. In addition, the 

developed phase field model may be applied to other interphase growth and morphology evolution 

studies. Additional species and mechanisms relevant to SEI layer growth could be coupled with 

and analyzed by this model. The developed model could also be used to study interphase problems 

with complex morphology evolutions. Further development of the presented model will strengthen 

understanding of SEI layer microstructure evolution. 

 

 

2.6 List of Symbols 
 

𝜑 phase field variable 

i SEI layer species 

Ci concentration of SEI layer species i 

Vf solid/liquid volume fraction 

𝜀 thickness of the interphase 

ftot total free energy density 

𝜆 free energy gradient 

f0 function of the bulk energy density 

Ri
* critical radius of SEI layer species i 
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fs surface free energy density 

fv volume free energy density 

Ri initial radius of SEI layer species i 

σse SEI/electrolyte surface tension coefficient 

𝜃 contact angle 

σsg SEI/electrode surface tension coefficient 

σeg electrolyte/electrode surface tension coefficient 

v flow velocity for advection 

  chemical potential coefficient 

𝛾 mobility of the interphase 

ρ density of the electrolyte 

P pressure in the electrolyte 

𝜇 dynamic viscosity of the electrolyte 

Fst surface tension force 

n unit vector normal to the boundary 

CLi(y) concentration of lithium ions at different locations (y) 

D lithium-ion diffusion coefficient 

Dref reference lithium-ion diffusion coefficient 

t time 

T temperature 

Tref reference temperature 

R universal gas constant 

Eact corresponding activation energy 
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RSEI resistance of SEI layer 

  thickness of SEI layer 

i  ionic conductivity of SEI layer species i 

ref  reference ionic conductivity 
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Chapter 3: Phase Field Modeling of Solid Electrolyte 

Interphase (SEI) Cracking Propagation and 

Dissolution during Lithium-ion Battery Cycling 
 

 

 

3.1 Abstract 
 

Lithium-ion batteries are widely used due to their respectively high operating voltage and 

high specific energy. However, the formation of a solid electrolyte interphase (SEI) layer can cause 

battery capacity fade and can increase cell internal resistance, while inhibiting further electrolyte 

decomposition. Lithium ion diffusion during lithiation and de-lithiation can lead to stress evolution, 

as well as crack propagation of the SEI layer. Also, the SEI layer is not electrochemically stable 

and may dissolve during battery cycling. This is one of the major factors that reduces the life span 

of lithium ion batteries. Therefore, coupling the stress evolution and crack propagation in the SEI 

layer during lithium ion diffusion is of important significance to improve the understanding of the 

lithium-ion battery. In this study, a phase field model is developed to simulate crack propagation 

and dissolution during the lithium ion diffusion.  

 

3.2 Introduction 
  

Since the 1990s, lithium-ion batteries (LIBs) become ubiquitous in portable electronic 

devices and electric vehicles (1). In the meantime, LIBs suffer from performance degradation that 

includes undesired chemical reactions (2-7), corrosion (8-10), solid electrolyte interphase (SEI) 

layer formation and growth (11-27), and electrolyte decomposition (28). Among them, undesired 
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chemical reactions occur due to unstable electrolyte decomposition and result in the formation of 

the SEI layer. It is well known that a lithium-intercalation electrode in contact with the electrolyte 

solution is covered by this passivation layer (14, 16). The performance and longevity of LIBs 

highly depend on the stability of the SEI layer (29-32). In our previous papers, the composition, 

structure, and formation of the SEI layer have been investigated (14, 18, 19). Furthermore, a better 

understanding of the mechanical degradation and transport properties of the SEI layer, especially 

when considering its cracking and dissolution, is necessary, which is the topic of this study. 

It is believed that the SEI layer is not electrochemically and mechanically stable due to the 

dissolution and cracking of the layer during the lithiation and de-lithiation processes (11, 33). In a 

solid/liquid two-phase system, the total free energy density can be divided into surface free energy 

density (fs) and volume free energy density (fv). Here, ftot reaches its maximum value when a SEI 

layer species i has the critical radius Ri
*. If Ri is larger than Ri

*, volume free energy density is 

dominant, and the SEI layer species i may tend to grow since the total free energy density is 

increasing. On the other hand, if Ri is smaller than Ri
*, surface free energy density is dominant, 

and the SEI layer species i may tend to shrink and eventually dissolve into the electrolyte solution 

since the total free energy density is decreasing (14, 34). Moreover, the SEI layer has a multi-

layered structure. The organic compounds are mostly in the porous layer, and the inorganic 

compounds are primarily in the compact layer (14). The inorganic compounds are unlikely to 

dissolve during battery cycling while the dissolution tends to occur within organic compounds (35-

39). In addition, SEI layer fracture may occur due to its unstable structure or the cracking of the 

SEI layer species (40). Furthermore, the concentration gradient during the transport of lithium-

ions can lead to diffusion-induced stress (DIS) that can cause stress evolution and mechanical 

degradation, such as cracking (41-47).  
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In this area, Miehe et al. developed a diffusive crack model with a geometric approach to 

simulate the cracking in the electrodes (48). Recently, a core-shell model was built by Deshpande 

et al. to calculate stresses in the SEI layer while studying the SEI layer fracture (49). These studies 

are based on traditional Linear Elastic Fracture Mechanics (LEFM) where the cracking is regarded 

as a sharp interphase model with an infinite large stress in the cracks. Since there is an interphase 

between the crack and intact region, and the stress varies continuously. The common approach for 

studying the interphase problem during lithium-ion diffusion is through the Cahn–Hilliard-type 

phase field method (14). Instead of adopting a sharp crack tip, the diffusive interphase is assumed 

to be governed by a dimensionless phase-field variable (14, 50, 51). Recently, studies have started 

to use the phase field model to deal with the diffusion problems in LIBs. A phase field model 

developed by Zuo and Zhao coupled the lithium diffusion and stress evolution with crack 

propagation of the electrode materials (52). Leo, Rejovitzky, and Anand developed a 

thermodynamically consistent theory which couples Cahn–Hilliard-type species diffusion with 

large elastic deformations (53). Song et al. developed a phase field model to study the lithium-ion 

diffusion and diffusion-induced stressed in the electrode (54).  

Overall, the mechanical degradations of the SEI layer are crucial in LIBs studies. However, 

few researchers have focused on investigating the dissolution and cracking of the SEI layer while 

considering the interphase region during lithium-ion diffusion. In this work, a phase field model 

is developed to provide insight into the interaction of cracking and dissolution of the SEI layer. In 

order to reduce the complexity of numerical simulation, volumetric expansion is not considered.  
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3.3 Methodology 
 

In order to investigate the dissolution and cracking of the SEI layer, the microstructure of 

SEI layer should be simulated. A phase field variable (𝜑) represents the solid/liquid volume 

fraction (Vf) at the SEI/electrolyte interphase. 

 𝜑 (Ci,t)=2Vf−1 (1) 

 

The Vf varies from 0 to 1, where Vf = 0, 1 represent liquid and solid phase, respectively. Similarly, 

𝜑 (Ci,t) =  ̶ 1 represents a liquid electrolyte phase, 𝜑 (Ci,t) = 1 represents a solid SEI phase, and   

 ̶ 1< 𝜑 < 1 represents the SEI/electrolyte interphase. The Ginzburg-Landau form is applied for the 

total free energy density: 

 

 ( )20

2

2

1
 fftot +=  (2) 

 

where ftot is the total free energy density, 𝜆 is the free energy gradient, and f0 is a function of the 

bulk energy density. The choice of the bulk energy density function can have a significant effect 

on the physical behavior of the interphase. In this work, a double-well function is applied for f0. 

 

 ( )22

20 1
4

−= 



f  (3) 

 

Yue et al. indicated the changes in size of solid species are proportional to the thickness of 

interphase 𝜀 (34). As 𝜀 →0, the ratio  /  obtains the surface tension coefficient, σse. 

 

 





3

22
=se  (4) 
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Figure 3.1: Schematic of phase field variable and contact angle with the surface tension 

coefficients of SEI layer species 

 

In this work, it is assumed that the SEI layer is formed by different precipitated solid 

species in the electrolyte. As a result, the SEI/electrolyte interphase tends to keep a spherical 

configuration to minimize the surface free energy density. Figure 3.1 shows a schematic of contact 

angle and surface tension coefficients. Young's equation is applied to connect the contact angle (𝜃) 

with the SEI/electrolyte interfacial tension coefficient (σse), the SEI/electrode surface tension 

coefficient (σsg), and the electrolyte/electrode surface tension coefficient (σeg). 

 

 
se

egsg






−
=)cos(  (5) 

 

Thus, the surface free energy density can be represented as: 

 

 )2(4
23

sgseis Rf  +=  (6) 

 

where Ri is the initial radius of the SEI layer species i.  

 

The phase field variable (φ) herein is a conserved property since the concentration field is 

a conserved property during long-range diffusion. Therefore, the evolution of φ can be governed 

by the Cahn-Hilliard equation: 
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𝜕𝜑

𝜕𝑡
+ 𝐯 ∙ ∇𝜑 = 𝛾∇2𝜔 (7) 

 

where v is the flow velocity for the advection and 𝛾 is the mobility of the interphase with a range 

of 0 ≤ 𝛾 ≤ 1, while 𝛾 is used to determine the time scale of Cahn-Hilliard diffusion and control 

the minimization of the total free energy density. Here,   is the chemical potential coefficient of 

SEI layer species: 

 

 
( )



 totf

=  (8) 

 ( ) 1222
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  (9) 

 

The Cahn-Hilliard equation forces 𝜑 to take a value of 1 or  ̶ 1, and can be represented by two 

second-order PDEs: 

 

 





 2

2
=+




v

t
 (10) 

 ( ) 122 −+−=  (11) 

 

Once the SEI layer microstructure obtained, it is considered as a α phase. The electrolyte 

is treated as β phase. Two of the phase field variables are utilized to describe the microstructure. 

The phase field variable φc represents the fracture and changes from 0 to 1. φc = 0 represents a 

fully broken crack in the SEI layer, while φc = 1 represents a completely intact SEI layer. Therefore, 

φc from 0 to 1 represents the transitional regions. The phase field variable Xi is related to the 

lithium ion concentration. X1 is the mole fractions of lithium ions in the SEI phase. X2 is the mole 

fraction of lithium ions in the electrolyte phase.  

Therefore, the total free energy of the system is represented as: 

 E = ∫ [f
V

(φ;X1,X2,X3;T)+ ∑(wiXi)

2

i=1
V

g(𝜑𝑐)+
1

2
k

2|∇𝜑𝑐|2+
1

2
ρ𝜖+f

u
]dV (14) 
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where fV is the bulk free energy per unit volume and T is the absolute temperature. The second 

term in this equation is the potential well at the interphase between electrolyte and SEI layer 

species. The coefficients wi are determined by the energy barriers for changed species to pass 

through the interphase. The third term is the gradient energy, where k is the gradient energy 

coefficient for the phase field. The fourth term denotes the electrostatic energy, where 𝜖 is the 

electrostatic potential and the charge density ρ can be represented as: 

 

  (15) 

 

where Zi is the valence of species, and F is the Faraday’s constant. The last term fu is the elastic 

energy is calculated by: 

  

 f
u
 = d(𝜑𝑐)(ξs-ξc)+ξc (16) 

 

where d(𝜑𝑐) describes the coupling between the fracture phase field variable and the elastic strain 

field, this is determined by: 

 

 d(𝜑𝑐) = 𝜑𝑐
3(4-3𝜑𝑐) (17) 

 

where ξs is the elastic stress energy density: 

 

  (18) 

 

where Y and v are Young’s modulus and Poisson’s ratio, respectively. ξc is a threshold value taking 

the form of ξc = Eεc
2, where εc is the threshold strain.  

The bulk free energy density can be represented as: 

 

 f
v
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 f
𝜑𝑐

=16hg(𝜑𝑐) (20) 

   

 g(𝜑𝑐) = 𝜑𝑐
2(1-𝜑𝑐)

2
 (21) 

 

where fX  is the free energy density of the system with concentration c, which is discussed in our 

previous paper (14). The choice of bulk free energy density function can have a significant effect 

on the physical behavior of the interphase. In this work, a double-well function for fφc is applied 

with an energy barrier of height h. The physical justification of fφc comes from the separation of 

phases into domains of pure components. 

The charge transport and microstructure evolution can be represented with the equations 

listed below by minimizing the total free energy of the system. Depending on whether the phase 

field variable is assumed to be conserved or non-conserved, the dynamic evolution of the phase 

field variable can be derived to be of the form of Cahn-Hilliard equation or the Ginzburg-Landau 

equation. Since the characteristic time of the elastic field is less than the other concentration field 

and fracture field, the evolution equation of the displacement can be regarded as quasi-static. 

Therefore, the Ginzburg-Landau equation is solved to derive the governing equations of the system 

which controls the evolution of non-conserved phase field variable φ. The Cahn-Hilliard equation 

is solved to derive the governing equations of the system which controls the evolution of conserved 

phase field variable Xi: 
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where Mi(r) is the mobility tensor of the ith species, L is the interphase mobility of phase field 

variable φ, and Di is the diffusivity of the species. 

In addition, the flux vector, J is assumed to be proportional to the gradient of the chemical 

potential µ. 

 

  (25) 

 

The chemical potential can be represented as: 

 

  (26) 

 

where µ0 is a constant, NA is the Avogadro’s constant, and kB is the Boltzmann constant. Then, the 

flux vector J can be rewritten as: 

 

  (27) 

 

where σ is the hydrostatic stress. 
 

 

 

3.4 Results and Discussion 
 

During lithium-ion diffusion, the elastic strain energy density is relevant to the lithium ion 

concentration according to Equation (16). When the battery is fully charged, the concentration will 

reach the highest level inside the particle cluster. Subsequently, the concentration gradient during 

lithium-ion diffusion can cause the diffusion-induced stress. In addition, lithium-ion diffusion is 

always from the location with lower hydrostatic stress to higher hydrostatic stress. Hence, the 

−= McJ

cTkcN BA lnmax0 += 

++−= max

2

max cMccMckcTkcMNJ cBA
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locations with a greater lithium ion concentration are chosen for the SEI layer microstructure 

simulation. 

The SEI layer microstructure can be simulated by the phase field model. Figure 3.2 shows 

the SEI layer microstructure and its morphology evolution. Initially, the electrolyte solution 

becomes unstable, and reduction reactions happen with electrons from the electrode to form SEI 

layer species (solid phase) in the electrolyte solution (liquid phase) that may undergo 

decomposition. SEI layer species accumulate and form a passivation layer with a compact-porous-

layered structure that hinders direct contact between the electrolyte solution and electrode surface. 

Since the porous SEI layer has a lower electronic conductivity than the compact layer, it will stop 

growing when the electrolyte solution molecules can no longer receive electrons from the electrode 

to be further reduced. The simulation result is under the condition with the temperature T is 25 °C.  

 

 
 

Figure 3.2: SEI layer species and layer formation and growth at different times (a: t = 1.8 μs, b: t 

= 7.2 μs, c: t = 12.6 μs, d: t = 16.2 μs, e: t = 19.8 μs, f: t = 28.8 μs) 
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 Once the SEI layer microstructure is obtained, crack propagation and dissolution can be 

investigated by the phase field model which is shown in Figure 3.3. In Figure 3.3 (c), the cracks 

start to penetrate the boundaries of the SEI layer species. In Figure 3.3 (d), the cracks tend to grow 

into each other if they keep advancing and become respectively close. The simulation results 

indicate that the porous layer that is mostly formed by organic compounds tends to dissolve faster 

than the compact layer during charging and discharging cycles. Therefore, if the thickness of the 

SEI layer can be reduced, then the porous layer can also be  condensed. This may effectively reduce 

the dissolution of the SEI layer and improve battery performance.  

 

Figure 3.3: Dissolution and cracking of the SEI layer at (a) 50 cycles, (b) 100 cycles, (c) 150 

cycles, and (d) 200 cycles. 

 

 

3.5 Conclusion 
 

 In this work, a phase field model has been developed to investigate cracking and dissolution 

of the SEI layer during charging and discharging cycles. In a non-homogenous system, the 



53 

 

hydrostatic gradient stress can lead to the accumulation of lithium ions. Therefore, the SEI layer 

will crack first at locations with high lithium-ion concentration levels. In this model, the structure 

of the SEI layer species is determined by minimizing the total free energy density of the two-phase 

system. By utilizing the lithium ion concentration profile during battery cycling, the SEI layer 

microstructure can be obtained via the proposed phase-field modeling. Compared with other 

models, the phase-field model does not need to track the interphase directly. In addition, multiple 

phase-field variables have been applied to predict lithium-ion diffusion and cracking of the SEI 

layer. While considering the variation of lithium ion concentration during battery cycling, the 

developed phase-field model will strengthen the current understanding of SEI layer microstructure 

evolution. Currently, we focus on experimental validation of the proposed model, and will further 

investigate the interaction effect of cracking and dissolution on battery performance 

experimentally. 

 

3.6 List of Symbols 
 

𝜑 phase field variable 

Vf solid/liquid volume fraction 

ftot total free energy density 

𝜆 free energy gradient 

f0 function of the bulk energy density 

𝜀 the thickness of interphase 

σse surface tension coefficient 

𝜃 contact angle 

σsg SEI/electrode surface tension coefficient 
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σeg electrolyte/electrode surface tension coefficient 

fs surface free energy density 

Ri initial radius of the SEI layer species i 

v flow velocity for the advection 

𝛾 mobility of the interphase 

  chemical potential coefficient 

φc phase field variable of fracture 

Xi phase field variable of Li-ion concentration 

X1 mole fractions of Li-ions in the SEI phase 

X2 mole fraction of Li-ions in the electrolyte phase 

E total free energy 

fV bulk free energy per unit volume 

T temperature 

k gradient energy coefficient 

𝜖 electrostatic potential 

ρ charge density 

Zi valence of species 

F Faraday’s constant 

fu elastic energy  

ξs elastic stress energy density 

Y Young’s modulus 

v Poisson’s ratio 

εc threshold strain 

fX free energy density with lithium ion concentration 

fφc Free energy density with crack 
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h energy barrier of height 

Mi(r) mobility tensor 

L interphase mobility 

Di diffusivity of the SEI layer species 

J flux vector 

µ gradient of the chemical potential 

NA Avogadro’s constant 

kB Boltzmann constant 

σ hydrostatic stress 
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Chapter 4: Experimental and Simulation 

Investigations of Porosity Graded Cathodes in 

Mitigating Battery Degradation of High Voltage 

Lithium-Ion Batteries 
 

 

 

4.1 Abstract 
 

 In Chapter 2, we concluded that SEI layer formation mechanisms on different electrode 

materials are the same in LIBs since we only need to change the SEI layer species during the 

simulation. Therefore, we would like to use a different electrode material to prove the 

characteristics of the SEI layer are the same. Moreover, we would like to include location 

dependancy and the dissolution mechanism discussed in Chapter 3 for an enhanced understanding. 

To do so, currently requires an experimental effort.  

With respect to  LIBs, LiNi0.5Mn1.5O4 (LNMO) is a potential cathode due to its respectively 

high operating voltage (4.7 V vs. Li) and high specific energy (650 Wh kg−1). However, severe 

accelerated performance degradation occurring at the interphase between electrode and electrolyte 

hinders the implementation of the LNMO. In this work, porosity-graded cathodes are designed to 

mitigate LNMO degradation. The LNMO is synthesized using the solid-state reaction. We confirm 

the crystalline phase and electrochemical performance of the synthesized LNMO via X-ray powder 

diffraction (XRD), electrochemical impedance spectroscopy (EIS), and cyclic voltammetry (CV). 

Scanning electron microscope (SEM), transmission electron microscopy (TEM), and energy 

dispersive spectroscopy (EDS) are utilized. The porosities are measured by both 2-D imaging 

method (i.e., through ImageJ) and 3-D pore size analyzer in this study. Cycling tests show that 
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porosity-graded cells reduce the capacity fade about 8.285% in full cell and 5.29% in half-cell, 

respectively. The porosity increase can improve the conductivity and diffusivity of lithium-ions 

through the electrode. Also, solid electrolyte interphase (SEI) layer formation can be varied and 

controlled when the porosity is different inside the electrode. 

 

 

4.2 Introduction 
 

As one promising candidate for high-voltage lithium-ion batteries (LIBs) (1-6), the 

LiNi0.5Mn1.5O4 (LNMO) cathode possesses a respectively high theoretical capacity of 146.7 

mAh·g-1, high operating voltage of 4.7 V vs. Li, and high specific energy of 650Wh·kg-1 (7, 8), 

compared to other cathode materials such as LiMn2O4 (400Wh·kg-1), LiFePO4 (495Wh·kg-1), and 

LiNi1/3Co1/3Mn1/3O2 (576Wh·kg-1) (9). However, severe performance degradation, especially at 

the electrode/electrolyte interphase, hinders the implementation of this cathode (7, 10, 11). In 

addition to developing new electrolytes (8, 10), more attention should be focused on understanding, 

as well as mitigating LNMO cathode degradation within most common battery systems (e.g., 

graphite/LNMO) (7, 12, 13), which is the focus of this chapter. 

The LNMO battery cell suffers from capacity fading issues similar to those encountered in 

other manganese-based spinel cathode materials when paired with graphite anodes (7, 13, 14). For 

example, Pieczonka et al. systematically examined Mn and Ni dissolution in different LNMO 

crystal structures under various conditions such as state of charge, temperature, and storage time 

(13). In addition, the LNMO cathode suffers severe capacity fade due to a high operating voltage 

greater than the stability window of conventional electrolytes (e.g., LiPF6 in an organic solution), 
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which leads to electrolyte oxidation and higher internal resistances (15, 16). Moreover, LNMO 

battery cells are usually exposed to high temperatures due to the high power operation in many 

applications such as hybrid electric vehicles (HEVs) (8), which can accelerate the side reactions 

at the electrode/electrolyte interphase, and reduce the stability of LNMO lattice structure. Here, 

Kim et al. indicated that fluoride-containing additives can form a protective layer on the electrode 

to promote a longer cycle life (8). However, the LNMO operating voltage is beyond the stability 

window of conventional electrolytes, which results in a low coulombic efficiency due to the 

decomposition of the electrolyte (15, 16). The decomposition products are believed to react with 

electrode, particularly at the electrode/electrolyte interphase, which leads to severe capacity fade 

(7, 10). To counteract this effect, Leitner et al. developed a Li4+xTi5O12 based separator to scavenge 

and neutralize the decomposition products (12). In addition, room temperature ionic liquids (IL), 

reported by Wilkes and Zaworotko (17), can be used as electrolyte material due to the attractive 

electrochemical stability (4.0-5.7V) (18). Furthermore, the degradation of the LNMO battery is 

closely related to the composition and structure of the electrode (8, 19). Most of the LIB 

degradation mechanisms, such as active materials dissolution (13, 19, 20), solid-electrolyte 

interphase (SEI) layer formation (21-24), and mechanical failure (25-27), are also directly 

connected to the microstructure of the electrodes.  

One approach that can improve battery performance is to optimize the microstructure of 

the electrode (e.g., particle size, porosity, and thickness). Numerical models have been developed 

to study the optimization of the electrodes. For instance, Newman et al. established pseudo two-

dimensional (P2D) models to design optimal porosity and thickness of electrodes for LIBs (28-

31). Jiang et al. carried out a P2D lattice Boltzmann simulation of ion and electron transport within 

LIB porous electrode (32). Their work demonstrated the lithium concentration in smaller particles 
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is higher than that in large particles. To achieve a better performance, cathodes with smaller 

particles size and larger porosity should be produced. Just et al. developed an active thermography 

method to quantify effects of coating thickness and porosity of electrodes on battery performance 

(33). Suthar et al. developed a numerical model to investigate the effects of porosity, thickness, 

and tortuosity on capacity fade of anode (34).  Inoue et al. built a correlation between a porous 

electrode structure and the effective conductivity to design an optimal structure for a thick 

electrode layer of a high-capacity battery (35). The numerically optimal design by Ramadesigan 

et al. reduced the ohmic resistance by 15%~33% without increasing the amount of active material 

(36). Kashkooli et al. established an imaged-based multiscale model to study the real 

microstructure of electrodes (37). De et al. carried out an optimization of electrode design 

parameters using a physics-based porous electrode theory to improve battery performance (38). 

Chung et al. developed a microstructure model to demonstrate that battery performance could be 

improved by controlling the transport paths, maximizing the surface area for intercalating lithium 

ions, and controlling the spatial distribution and particle sizes of active material (39). Dai and 

Srinivasan investigated the feasibility of grading electrode porosity as a design tool for improving 

battery energy density (40). Furthermore, Liu et al. developed a multi-objective optimization 

framework to improve battery performance by optimizing its design variables (41). 

However, no investigation of mitigating LNMO degradation by multi-objective 

optimization has been accomplished. Also, understanding the interfacial phenomena like the SEI 

layer concept occurring on the cathode side of the cell is still difficult to complete. Therefore, we 

herein focus on cathode related SEI layer phenomena for LNMO degradation mitigation. Our 

previous work shows that SEI layer growth is location dependent due to its electron current flow 

and Li+ diffusion, which vary at different locations in the electrode (21, 22, 42-44). Therefore, the 
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SEI layer formation varies when the porosity is different inside the electrode. In addition, porous 

electrodes with larger active surface areas allow utilization of respectively high electrochemical 

reaction rates per unit volume (29, 45). The increase in porosity can improve the conductivity and 

diffusivity of lithium-ions through the electrode (34, 46, 47). Thus, in this chapter, a double-

layered porosity-graded electrode is investigated both experimentally and numerically to mitigate 

cell degradation, particularly at the cathode side via varying its porosity and structure. 

 

 

4.3 Methodologies 
 

4.3.1 Material Synthesis and Cell Fabrication 
 

In order to investigate the LNMO cathode with a porosity-graded structure, CR2032 coin 

cells were fabricated. Spinel LNMO powders were synthesized by the solid state reaction method 

(48-51). The chemicals, NiO, MnO2, and Li2CO3, used in the experiment were from SIGMA-

ALDRICH Co., Ltd. Li2CO3, NiO, and MnO2 were mixed with a molar ratio of Li2CO3 : NiO : 

MnO2 = 1 : 1 : 3. Referring to Figure 4.1, precursors were initially ground for 30 minutes in a 

ceramic mortar inside the glove box filled with argon gas. Then the SFM-3 High Speed Vibrating 

Ball Miller (MTI®) was used to mix the chemicals for six hours. The mixture was then placed into 

a crucible and put inside a heating oven. In order to shorten the heating process of the mixture, the 

oven was pre-heated to a temperature of 290 ºC before the crucible was placed inside. 

Subsequently, the mixed precursors were heated up to 900 ºC with a heating rate of 15 ºC/min. 

Once the final temperature was achieved, the mixture was held for 24 hours before the oven was 

shut off and cooled to room temperature. The obtained LNMO was mixed with conductive additive 

file:///D:/research/1st%20version.docx%23_ENREF_48
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and binder to form the cathode. The conductive additives were acetylene black (AB) and carbon 

super P. The binder used was polyvinylidene fluoride (PVDF). 5% wt. PVDF in N-Methyl-2-

pyrrolidone (NMP) solution was made and stored in the glove box. LNMO, AB, Super P, PVDF, 

and NMP were mixed in a weight ratio of LNMO : AB : Super P : PVDF : NMP  = 0.86 : 0.04 : 

0.03 : 0.07 : 1 for the cathode. As shown in Figure 4.1, the mixture was operated for 30 minutes 

by using an SFM-3 High Speed Vibrating Ball Miller before the slurry was coated on the Al current 

collector. The viscous slurries were acquired after the mixture. The cathode slurry was casted using 

a doctor blade, as the bottom layer with a thickness of 150 𝜇𝑚, on the surface of an aluminum 

current collector. This laminate was then dried at 60 ºC for 24 hours in the vacuum oven filled 

with argon. A hot roller was used to press the bottom layer to 96 𝜇𝑚 at 100 ºC. The hot roller was 

used to press the electrode to certain thickness. Then, the cathode slurry was casted on the surface 

of the bottom layer with a thickness of 80 𝜇𝑚. The laminate was dried at 70 ºC for 24 hours in the 

vacuum oven again. Hot roller was used to press the top layer to 64 𝜇𝑚 at 100 ºC. The laminates 

were stored in the glove box and pouched with the diameter of 1/2 inch for cathode. The weights 

of the electrodes were recorded for the compute of theoretical capacity. The cells were assembled 

in our glove box (VTI®) filled with argon. The electrolyte used in the LIB was 1 mol/L LiPF6 (EC : 

DMC : DEC = 4 : 3 : 3). Graphite was used as the anode in all full cell tests. 



65 

 

 

Figure 4.1: Spinel LNMO powders were synthesized by the solid state reaction method. Li2CO3, 

NiO and MnO2 were mixed in a weight ratio of Li2CO3 : NiO : MnO2 = 1 : 1.22 : 4.95. LNMO : 

AB : Super P : PVDF : NMP  = 0.86 : 0.04 : 0.03 : 0.07 : 1 for cathode composition. 

 

 

4.3.2 Experimental Analysis and Testing 
 

The X-ray powder diffraction (XRD) measurement using Cu Kα radiation was performed 

to confirm the crystalline phase of the synthesized LNMO. The analysis was carried out by a 

BRUKER SMART APEX diffractometer. The scan range is 0<2θ<80°, and a step of 0.05°/min 

was used. Then the particle size and morphology of the electrode was observed by scanning 

electron microscope (SEM) with an accelerating voltage of 10 kV. SEM images were also used to 

estimate the porosity of the electrode using image processing tools in ImageJ (i.e., an open source 

image processing code). Also, the porosity of the cathode was measured using a pore size analyzer. 

Cathode material was taken off from the current collector and put in a glass cell. The cell was 
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placed in a pore size analyzer (NOVA® 2200 from Quantachrome Instruments) based on the gas 

absorption method. Argon gas was used in the porosity test. The test results would be the pore 

volume of the material and the porosity was calculated by dividing the pore volume by the sample 

volume. Furthermore, energy dispersive spectroscopy (EDS) was employed to identify the 

chemical composition of the electrode. Both full- and half-cells were fabricated and tested. 

Graphite was adopted as the anode for constructing full cells. In addition, in order to compare the 

impacts only made by the cathodes, pure lithium foils were used instead of graphite in the half 

cells since we cannot make exactly same graphite anodes, but the pure lithium foils are same with 

each other. Electrochemical cycling was performed using CR2032 coin cell at room temperature. 

The LNMO half cells were charged and discharged between 3.7 V to 4.7 V using a Xinwei® cycler. 

The LNMO full cells were cycled with a voltage window between 4.2 V to 5.2 V. The C-rate used 

initially in the test was C/20 for both half-cell and full-cell. C/10 was used as the charging and 

discharging C-rate after the first 5 cycles. In addition, electrochemical impedance studies are 

usually carried out to understand the interfacial phenomenal involving, e.g., SEI layer growth and 

charge transfer (52). Therefore, Electrochemical Impedance Spectroscopy (EIS) was carried out 

using a LNMO cathode deployed in the CR2032 coin cell with three-electrode structure. The EIS 

measurements were recorded by an electrochemical workstation (CHI760E, CH Instruments, 

Austin, TX) over the frequency range of 0.1 Hz-100 kHz. The measurement voltage amplitude 

was fixed at 10mV. The schematic of the three-electrode cell is shown in Figure 4.2. The 

assembling process of the three-electrode coin cell was carried out in the glove box filled with 

argon. A piece of lithium metal is pressed on the Cu strip. And the Cu strip was wrapped by the 

separator to prevent the strip from touching the coin cell case. Furthermore, transmission electron 

file:///D:/research/1st%20version.docx%23_ENREF_52
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microscopy (TEM) was utilized to visualize and measure SEI layer. The TEM sample preparation 

and related details can be found in our previous paper (24). 

 

 

 

Figure 4.2: Three-electrode coin cell assembly 

 

 

 

 

4.4 Results and Discussion 
 

The crystal structure of the synthesized LNMO is investigated by XRD experiment. And 

the result is shown in Figure 4.3. 

file:///D:/research/1st%20version.docx%23_ENREF_24
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Figure 4.3: The XRD experiment result with a scan range 0<2θ<80° was used to confirm the 

LNMO. 

 

The red bar in Figure 4.3 is the standard reference of LNMO. Based on the XRD spectrum, 

we can conclude that the synthesized material has a single phase of LiNi0.5Mn1.5O4. All peaks 

appeared in the XRD spectrum are sharp, which indicates a high crystallinity of the synthesized 

powder. The Miller index for each peak is determined based on a spinel structure having Fd-3m 

space group. There is a small peak shift around 68◦, which may be due to the occurrence of strain 

or suggest a solid solution behavior. 

The morphological and structural features of synthesized LNMO cathode are characterized 

by SEM and pore size analyzer, Figure 4.4 shows the SEM results and porosity analysis of the top 

layer and bottom layer. The open-source code ImageJ was used to measure the porosities. The 

porosity of the top layer is around 19.86%, and the porosity of the bottom layer is around layer is 

around 15.46%. These numbers may vary due to the inherent limitation of 2-D porosity 

measurement of a 3-D porous structure. However, the results can confirm that the porosity of the 
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top layer is larger than the porosity of the bottom layer. 

 

Figure 4.4: SEM result and porosity analysis of the top and bottom layer. 

 

 In order to quantify the sensitivity of porosity measurement, we further utilize a pore size 

analyzer from Quantachrome Instruments to measure the porosities in 3-D, as shown in Figure 4.5. 

In addition to SEM imaging of manual pore size measurement and 2D ImageJ measurements, the 

pore size analyzer confirms that the porosity difference between the top and bottom layers is in a 

range of less than 10%. Energy dispersive spectrometry (EDS) mapping analysis indicates that Ni 

and Mn are homogeneously distributed in the cathode, as shown in Figure 4.6. 



70 

 

 

Figure 4.5: Electrode porosity was directly measured by using pore size analyzer and SEM 

image for pore measurement. 

 

 

Figure 4.6: EDS mapping showing elements distribution 
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Figure 4.7 shows the capacity drop during cycling for both half- and full cells. The LNMO 

half cells are charged and discharged between 3.7 V to 4.7 V using a Xinwei cycler. The LNMO 

full cells are cycled within a voltage window between 4.2 V to 5.2 V. The results shown herein 

are the averaged tests of three cells made in the same batch, which confirms that the porosity-

graded full cell improves the performance compared with the conventional full cell. We limit the 

test to 50 cycles to minimize the capacity fade due to a high operating voltage greater than the 

stability window of conventional electrolytes. We assume that most degradation occurring in the 

above cycles mostly comes from the SEI layer growth. The capacity of the conventional cell drops 

faster than double-layered cell at the beginning of the test in Figure 4.7. Since the SEI layer 

formation is during the first several charging and discharging cycles. The battery performance 

improvement can be related to the SEI layer formation. Comparing with single layer electrode, the 

results show that the porosity graded LNMO cathode reduced the capacity fade about 8.285% in 

full cells and 5.29% in half-cells, respectively. 
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Figure 4.7: LNMO porosity-graded cathodes capacity losses are reduced in both (a) half-cells 

(LNMO/Li-metal) and (b) full cells (LNMO/Graphite) after adopting graded porosities. The data 

are the averaged tests of three cells made in the same batch. 

 

Since all the testing conditions are the same, the only difference is how the cathodes are 

made; i.e., conventional single-layer cathode vs. porosity graded double-layer cathode. As shown 

in Figure 4.8, the porosity of the electrode is small and uniform. SEI layer mainly forms on the top 

of the electrode and hinder the further diffusion of lithium ions. Therefore, the thickness of the SEI 
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layer is not uniform in the traditional electrode. In addition, some particles of the active material 

cannot effectively participate in the reaction. Figure 4.9 shows the schematic diagram of the 

porosity-graded cathode. The porosity of the top layer is larger than the porosity of the bottom 

layer. The SEI layer formation in this porosity-graded structure electrode is respectively more 

uniform than the traditional electrode. Since the SEI layer may not form a thick layer on the top of 

the electrode, the hinder effect of the lithium ion diffusion will be smaller in the porosity-graded 

electrode. Therefore, more particles of the active material can effectively participate in the reaction. 

Therefore, we may conclude that the increase in porosity can improve the conductivity and 

diffusivity of lithium-ions through the electrode. In addition, SEI layer formation can be varied 

and controlled when the porosity is different inside the electrode. 

 

 

Figure 4.8: Schematic diagrams of conventional LNMO cathode 
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Figure 4.9: Schematic diagrams of porosity graded LNMO cathode 

 

 

 

4.5 Conclusions 
 

In this work, porosity-graded electrodes are designed to mitigate the LNMO degradation. 

The LNMO was synthetized by solid-state reaction. A X-ray powder diffraction (XRD) experiment 

was applied to confirm the crystal structure of the LNMO. A scanning electron microscope (SEM) 

experiment was used to observe and measure the porosities in the electrode. A double-layered 

porosity graded electrode with different porosities was fabricated and compared with conventional 

single-layer electrode during tests. The increase in porosity can improve the conductivity and 

diffusivity of lithium-ions through the electrode. Also, SEI layer growth is location dependent due 

to its growth related to the electron current flow and lithium-ion diffusion. The test results showed, 

compared with conventional cells, the double layer porosity graded LNMO cells reduced the 

capacity fade about 8.285% in full cells and 5.29% in half cells. 
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Chapter 5: Conclusions and Recommendations 
 

 

 

 

5.1 Conclusions 
 

In this dissertation, a phase field model was developed in Chapter 2 to investigate the 

formation and morphology evolution of the SEI layer. The structure of the SEI layer was 

determined by minimizing the total free energy density of the two-phase system to reach a state of 

equilibrium. The advantage of the present model compared with other models is that it does not 

need to track the interphase directly and it can predict SEI layer structures in two-dimensions. In 

addition, a diffusion model based on Fick’s law and mass balance was applied to investigate 

lithium-ion concentration distributions and diffusion coefficients in the compact, porous, and 

multilayered structures of SEI layer as predicted by the phase field model. The simulation results 

show that lithium-ion diffusion coefficients between 298K and 318K are in the range of 1.340-

7.328(10-16) cm2/s, 1.734-3.405(10-12) cm2/s, and 2.611-2.389(10-15) cm2/s in the compact, porous 

and multilayered structures of SEI layer, respectively. The resistances between 298K and 318K 

are 0.740-1.693 Ω∙cm2, 2.827-5.517 Ω∙cm2, and 3.726-5.839 Ω∙cm2 in the compact, porous, and 

multilayered structures of SEI layer, respectively.  

Once the SEI layer microstructure obtained, the phase field model was improved to capture 

cracking and dissolution. In a non-homogenous system, the hydrostatic gradient stress can lead to 

the accumulation of lithium ions. Therefore, the SEI layer will crack first at locations with high 

lithium-ion concentration levels. In this model, the structure of the SEI layer species was 

determined by minimizing the total free energy density of the two-phase system. The simulation 
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results indicate that the porous layer which is mostly formed by organic compounds tends to 

dissolve faster than the compact layer during charging and discharging cycles. The SEI layer 

growth was not considered in this model. 

From Chapter 2, SEI layer growth is shown to be location dependent due to its evolution 

related to electron current flow and lithium ion diffusion. The SEI layer will mainly form on the 

top of the electrode with a respectively large thickness. Here, a thick SEI layer will reduce the 

diffusivity of the lithium ions. Chapter 3 finds that SEI layer cracking is also location dependent 

since the concentration gradient during the transport of lithium-ions can lead to diffusion-induced 

stress. In addition, the thickness of the porous layer is large if the thickness of the SEI layer is also 

significant. Therefore, a denser SEI layer tends to occur dissolution easier and cause an unstable 

structure.  

Based on an understanding of SEI layer formation and dissolution mechanisms along with 

the cracking and morphology evolution of this layer, making the SEI layer more uniform while 

reducing its thickness can help improve battery performance. Therefore, in Chapter 4, a porosity-

graded electrode was designed to mitigate LIB degradation. The LNMO cathode was synthetized 

utilizing a solid-state reaction. An X-ray powder diffraction (XRD) experiment was applied to 

confirm the crystal structure of the LNMO. Moreover, a scanning electron microscope (SEM) 

experiment was used to observe and measure the porosities in the electrode. A double-layered 

porosity graded electrode was fabricated and compared with a conventional single-layer electrode 

during tests. It was found that an increase in porosity can improve the conductivity and diffusivity 

of lithium-ions through the electrode. Furthermore, the SEI layer formation in the porosity-graded 

structure electrode is respectively more uniform than the traditional electrode. Since the SEI layer 

does not form a thick layer on top of the electrode, the obstructing effect of the SEI layer on lithium 
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ion diffusion will be relatively smaller in the porosity-graded electrode. As a result, more active 

material can effectively participate in the reaction to mitigate capacity fade. The test results 

indicated, compared with conventional cells, the double-layered porosity graded electrode cells 

reduced the capacity fade by about 8.285% in full cells and 5.29% in half cells. 

 

 

5.2 Recommendations 
 

The developed model has significant potential to be extended to three dimensional space 

for SEI layer formation and growth investigations. This would result in a more accurate structure 

of the SEI layer. In addition, the developed phase field model may be applied to other interphase 

growth and morphology evolution studies. In order to reduce the computational complexity, the 

model was limited to four SEI layer species based on the results of an XPS experiment. However, 

additional species and mechanisms relevant to SEI layer growth could be analyzed by this model. 

In the SEI layer, the contact angle (𝜃) is based on the local free energy in the system. However, 

the contact angles are still unknown for different materials; hence, the contact angle was assumed. 

Instead, it can be obtained by density functional theory (DFT) calculations or first-principles 

informed molecular dynamics (MD) simulations. In this work, SEI layer growth and dissolution 

were not simulated at the same time. However, SEI layer formation and dissolution may occur 

simultaneously. As a result, the model can be enhanced to simulate the complete process. Further 

development of the presented model will strengthen understanding of SEI layer microstructure 

evolution. 
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[2015] Journal of The Electrochemical Society. Please note that further permissions related to the 

material excerpted should be directed to the ECS. 
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should be directed to the ECS. 

 

© The Electrochemical Society. Reproduced with permission.  All rights reserved 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



95 

 

 



96 

 

 



97 

 

 



98 

 

 



99 

 

 



100 

 

 



101 

 

 



102 

 

 



103 

 

 



104 

 

 



105 

 

 

 



106 

 

Paper P3 
 

Experimental and Simulation Investigations of Porosity Graded Cathodes in Mitigating 

Battery Degradation of High Voltage Lithium-Ion Batteries 
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